
Cryst 1-2 Cryst 1-2-3

Cryst 1 Cryst 2,3 ΘB 2 ΔE ∫IR dΘdE FOM ΔE ∫IR dΘdE FOM

[°] [meV] [μrad meV] [meV] [μrad meV]

Si(1,1,1) Si(1,1,1) 9.26 1144.83 12429.555 10.86 1094.87 10898.83 9.95

Si(1,1,1) Si(0,2,2) 15.24 676.53 6849.887 10.13 453.563 4148.36 9.15

Si(1,1,1) Si(1,1,3) 17.95 485.96 3303.227 6.8 195.079 1152.2 5.91

Si(1,1,1) Si(0,0,4) 21.82 411.3 3087.476 7.51 172.612 1150.69 6.67

Si(1,1,1) Si(1,3,3) 23.89 357.99 1681.506 4.7 96.459 381.41 3.95

Si(1,1,1) Si(2,2,4) 27.08 317.4 1824.088 5.75 98.348 486.07 4.94

Si(1,1,1) Si(1,1,5) 28.87 292.24 1040.268 3.56 59.298 181.71 3.06

Si(1,1,1) Si(0,4,4) 31.71 263.84 1207.352 4.58 64.987 260.68 4.01

Si(1,1,1) Si(1,3,5) 33.35 245.78 701.327 2.85 39.774 94.98 2.39

Si(1,1,1) Si(0,2,6) 35.99 224.93 850.042 3.78 46.619 151.74 3.25

Si(1,1,1) Si(3,3,5) 37.54 211.16 498.793 2.36 29.273 51.68 1.77

Si(1,1,1) Si(4,4,4) 40.07 193.87 622.496 3.21 34.008 96.68 2.84

Si(1,1,1) Si(1,1,7) 41.57 182.82 366.453 2 45.134 32.73 0.73

Si(1,1,1) Si(1,5,5) 41.57 182.82 366.453 2 45.134 32.73 0.73

Si(1,1,1) Si(2,4,6) 44.06 169.13 471.342 2.79 26.267 60.3 2.3

Si(1,1,1) Si(1,3,7) 45.54 159.2 277.327 1.74 78.301 23.52 0.3

Si(1,1,1) Si(3,5,5) 45.54 159.2 277.327 1.74 78.301 23.52 0.3

Si(1,1,1) Si(0,0,8) 48.02 145.62 362.686 2.49 20.807 38.71 1.86

Si(1,1,1) Si(3,3,7) 49.52 138.32 214.513 1.55 67.207 17.61 0.26

Si(1,1,1) Si(0,6,6) 52.04 127.02 285.836 2.25 16.977 27.6 1.63

Si(1,1,1) Si(1,5,7) 53.58 119.12 168.543 1.41 57.684 12.96 0.22

Si(1,1,1) Si(0,4,8) 56.21 108.8 228.894 2.1 14.275 21.64 1.52

Si(1,1,1) Si(1,1,9) 57.84 101.62 134.071 1.32 49.035 9.55 0.19

Si(1,1,1) Si(4,6,6) 60.65 91.34 185.216 2.03 22.706 16.2 0.71

Si(1,1,1) Si(1,3,9) 62.43 84.33 107.871 1.28 40.752 7.39 0.18

Si(1,1,1) Si(4,4,8) 65.57 73.96 151.751 2.05 9.755 13.61 1.4

Si(1,1,1) Si(1,7,7) 67.6 66.75 87.827 1.32 32.343 5.62 0.17

Si(1,1,1) Si(0,2,10) 71.37 55.21 125.644 2.28 7.847 11.59 1.48

Si(1,1,1) Si(1,5,9) 73.98 46.67 72.127 1.55 11.324 4.73 0.42

Si(1,1,1) Si(3,5,9) 85.18 14.6 59.955 4.11 4.339 10.12 2.33

Dia(1,1,1) Si(1,1,1) 9.26 704.76 7528.078 10.68 703.258 6916.67 9.84

Dia(1,1,1) Si(0,2,2) 15.24 463.51 4884.382 10.54 437.813 4318.21 9.86

Dia(1,1,1) Si(1,1,3) 17.95 339.46 2492.419 7.34 198.03 1248.18 6.3

Dia(1,1,1) Si(0,0,4) 21.82 300.93 2396.74 7.96 173.937 1236.32 7.11

Dia(1,1,1) Si(1,3,3) 23.89 263.95 1334.585 5.06 95.283 409.71 4.3

Dia(1,1,1) Si(2,2,4) 27.08 240.59 1481.265 6.16 98.324 520.02 5.29

Dia(1,1,1) Si(1,1,5) 28.87 221.71 854.596 3.85 58.755 193.19 3.29

Dia(1,1,1) Si(0,4,4) 31.71 203.79 1009.995 4.96 66.102 275.82 4.17

Dia(1,1,1) Si(1,3,5) 33.35 192.36 586.862 3.05 40.163 100.49 2.5

Dia(1,1,1) Si(0,2,6) 35.99 178.28 721.703 4.05 46.256 163.81 3.54

Dia(1,1,1) Si(3,3,5) 37.54 171.54 428.94 2.5 29.507 56.35 1.91

Dia(1,1,1) Si(4,4,4) 40.07 158.53 537.907 3.39 33.972 100.94 2.97

Dia(1,1,1) Si(1,1,7) 41.57 151.07 319.084 2.11 45.168 35.28 0.78

Dia(1,1,1) Si(1,5,5) 41.57 151.07 319.086 2.11 45.168 35.28 0.78

Dia(1,1,1) Si(2,4,6) 44.06 141.05 411.95 2.92 25.965 65.06 2.51

Dia(1,1,1) Si(1,3,7) 45.54 134.67 243.131 1.81 78.159 24.93 0.32

Dia(1,1,1) Si(3,5,5) 45.54 134.67 243.132 1.81 78.158 24.93 0.32

Dia(1,1,1) Si(0,0,8) 48.02 124.99 321.226 2.57 20.584 41.01 1.99

Dia(1,1,1) Si(3,3,7) 49.52 119.99 189.006 1.58 67.252 18.36 0.27

Dia(1,1,1) Si(0,6,6) 52.04 109.9 254.274 2.31 17.017 29.76 1.75

Dia(1,1,1) Si(1,5,7) 53.58 107.08 150.016 1.4 57.65 14.82 0.26

 Ei = 12.284 keV



Dia(1,1,1) Si(0,4,8) 56.21 95.69 205.008 2.14 14.305 22.32 1.56

Dia(1,1,1) Si(1,1,9) 57.84 93.18 120.655 1.29 87.657 10.72 0.12

Dia(1,1,1) Si(4,6,6) 60.65 82.48 168.282 2.04 227.769 17.03 0.07

Dia(1,1,1) Si(1,3,9) 62.43 78.47 98.465 1.25 72.936 8.2 0.11

Dia(1,1,1) Si(4,4,8) 65.57 67.63 139.242 2.06 185.849 14.05 0.08

Dia(1,1,1) Si(1,7,7) 67.6 62.68 81.009 1.29 58.213 6.76 0.12

Dia(1,1,1) Si(0,2,10) 71.37 50.57 116.144 2.3 139.534 12.56 0.09

Dia(1,1,1) Si(1,5,9) 73.98 44.09 67.298 1.53 41.707 5.16 0.12

Dia(1,1,1) Si(3,5,9) 85.18 12.98 56.662 4.37 4.338 10.84 2.5


